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Client Name: SAKATA INX VIETNAM CO., LTD.

Client Address: NO.33 TU DO AVENUE, VIET NAM — SINGAPORE INDUSTRIAL PARK, THUAN GIAO
WARD, HO CHI MINH CITY, VIETNAM.

Sample Name: PLEASE REFER TO NEXT PAGE(S).
Material: LIQUID SAMPLE

(WATER BASED INK)
Colour: DARK BROWN LIQUID

The above sample(s) and information were provided by the client.

SGS No.: HCC26-0004869
Sample Receiving Date: Mar 10, 2026
Testing Period: Mar 10, 2026 ~ Mar 16, 2026
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).
Test Requirement Conclusion

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate Pass
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl
phthalate (DIBP)

Signed for and on behalf of SGS Vietham LTD

Thay mét %w
m SGSWietnam

Nguyen Dao Duy Khanh
Central Chemical Laboratory and Connectivity EET Manager
Approved Signatory

Your feedback helps us moving. Please click and rate us here:
https://forms.office.com/e/44Xava3YkX
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Document.aspx.
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Test Report

Sample Description:

No.: HCCEE26000486901

Date:

Mar 17, 2026

V-FLEX, VF-HP, SW-R, XWS, ECOPLATA, WRAPTONE, ECOFIORE OPV SERIES

RED 11 PINK 12
RED 16 RED 17
RED 18 RED 19
YELLOW 23 YELLOW 24
YELLOW 25 BLUE 39
ORANGE 54 ORANGE 55
MAGENTA 57 PINK 58
WHITE 62 GREEN 79
VIOLET 84 VIOLET 86
BLACK 911 BLACK 724
BLACK 95 S-WR VARNISH
VARNISH EMULSION
MEDIUM REDUCER
OP VARNISH
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Test Result(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description
SN1 A1 HCC26-0004869-0001.C001 INK
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) LOQ = Limit of Quantitation
(4) MDL =LOQ

(5) ND = Not Detected (< MDL)
(6) “-“= Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury,
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers
PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP

and Diisobutyl phthalate (DIBP)

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,
IEC 62321-6:2015 and IEC 62321-8:2017, analysis was performed by ICP-OES/AAS, UV-

Vis and GC-MS.
Test ltem(s) Limit Unit(s) MDL A1
Lead (Pb) 1000 mg’kg 2 ND
Mercury (Hg) 1000 mg/kg 2 ND
Cadmium (Cd) 100 mg/kg 2 ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND
Polybromobiphenyl (PBB) 1000 mg/kg - ND
Monobrominated biphenyl (MonoBB) - mg/kg 5 ND
Dibrominated biphenyl (DiBB) - mg/kg 5 ND
Tribrominated biphenyl (TriBB) - mg/kg 5 ND
Tetrabrominated biphenyl (TetraBB) - mg/kg 5 ND
Pentabrominated biphenyl (PentaBB) - mg/kg 5 ND
Hexabrominated biphenyl (HexaBB) - mg/kg 5 ND
Heptabrominated biphenyl (HeptaBB) - mg/kg 5 ND
Octabrominated biphenyl (OctaBB) - mg/kg 5 ND
Nonabrominated biphenyl (NonaBB) - mg/kg 5 ND
Decabrominated biphenyl (DecaBB) - mg/kg 5 ND
Polybromodiphenyl ether(PBDE) 1000 mg/kg - ND
Monobrominated diphenyl ether
(MonoBDE) - mg/kg 5 ND
Dibrominated diphenyl ether (DiBDE) - mg/kg 5 ND
Tribrominated diphenyl ether (TriBDE) - mg/kg 5 ND
Tetrabrominated diphenyl ether
(TetraBDE) - mg/kg 5 ND
Pentabrominated diphenyl ether
(PentaBDE) - mg/kg 5 ND
Hexabrominated diphenyl ether
(HexaBDE) - mg/kg 5 ND
Heptabrominated diphenyl ether )
(HeptaBDE) mg/kg 5 ND
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Test ltem(s) Limit Unit(s) MDL A1
Octabrominated diphenyl ether

(OctaBDE) - mg/kg 5 ND
Nonabrominated diphenyl ether

(NonaBDE) ) mg/kg 5 ND
Decabrominated diphenyl ether )

(DecaBDE) mg/kg 5 ND
Bis(2-ethylhexyl) phthalate (DEHP) 1000 mg/kg 50 ND
Butyl benzyl phthalate (BBP) 1000 mg/kg 50 ND
Dibutyl phthalate (DBP) 1000 mg/kg 50 ND
Diisobutyl phthalate (DIBP) 1000 mg/kg 50 ND

Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series.

(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,
from 22 July 2021.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

v
Sample Measurement

y

Acid digestion with microwave/
hotplate/heating digester

v

Filtration
|
v v
Solution Residue
1) Alkali Fusion / Dry
Ashing

2) Acid to dissolve

v

ICP-OES/AAS
DATA
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v
v v

Nonmetallic Metallic
material material
ABS/PC/IPVC | Others v
v v Boiling water
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3 s Adding 1,5-
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ATTACHMENTS

PBB(s)/PBDE(s) Testing Flow Chart

Sample cutting/preparation

v
Sample measurement

\4
Solvent extraction

A4

Concentration/ Dilution of
extraction solution

\4
Filtration

GC-MS

DATA
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

v
Sample measurement

A4

Solvent extraction

'

Concentration/Dilution

A
Filtration

GC-MS
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Sample Photo:

';f“{"i:tw;!lmw [y \l\mtu\v

IS i [ L3

*xx ML NI 3QVIN =

00z 0 06 0z 08 0 Op 0 0z 0400 OF 0@ . 52
.tfmuﬂ"hl‘Jnuhw\'1‘ i bl o “\ TR
Ty I (AT .nn\.u\‘.m\\\\\\\ LA TR ‘\\\\\\\\\‘.\‘:\\\\\WE

HCC26-0004869-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com/en-vn/terms-and-
conditions and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-
Document.aspx.

Attention is drawn to the limitations of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon
reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this
document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced except in
full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may
be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

SGS Vietnam Ltd . Office : 198 Nguyen Thi Minh Khai Street, Xuan Hoa Ward, Ho Chi Minh City, Vietnam. t(84-28) 3935 1920 f (84-28) 3935 1921 www.sgs.com
Lab : Lot llIf21, 19/5A Street, Tan Binh Industrial Zone, Tay Thanh Ward, Ho Chi Minh City, Vietnam. t (84-28) 3816 0999 f (84-28) 3816 0996 www.sgs.com

Member of the SGS group (SGS SA)



		2026-03-17T04:03:26+0000
	EUW
	SGS officially issued document




